EM0510-88D

exterior

Iron

Chromium

Nickel

Molybdenum
Sapphire Glass
Polycarbonate
Mother of Pearl Shell
2 Flurine resin

B Polyacetal

%8 pieces of diamonds are included.

movement EO31
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High-alloy steel

%
Nickel @  4.664
Iron L 24122
Chromium 3.201
Phosphorus:  0.008
Manganese |  0.356
Carbon :  0.027
Silicon 0.178
Sulfur @ 0.005
Copper 0.001
Lead ! 0.001

M High-alloy steel
I Steel
I Copper
B Copper alloy
M Nickel alloy
W Polyacetal
@ Polyethylene terephthalate
@ Polymer composite
= Nickel diacrosed by the susaliers by reasen of
" Gold confirmed soserding 1o information from the
" Rechargeable battery Sxcosded the threshalds recesnized 25
= Solar cell suon 2 EU RoWS Direstive and REACH
o Others Regulation.
Steel Copper Alloy
% } %
Carbon 0.010 Lead ! 0.017
Silicon ! 0.002 Copper | 23.445
Manganese |  0.009 Tin ! 0.019
Phosphorus ! 0.0002 Phosphorus'  0.002
Sulfur 0.001 Zinc ©12.123
Aluminum | 0.0002 Nickel ' 0.020
Iron ! 5.051 Cobalt | 0.0002
Nickel ! 0.015 Beryllium 0.001
Lead @  0.009 Manganese ' 0.108
Cobalt ! 0.161 Others | 0.436
Copper 0.010
Chromium 0.002 Nickel Alloy
| %
Nickel ! 6.170
Copper ! 0.208
Others ! 3.372

s«Substances at a level contained below 0.05% are not listed.




