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High-alloy steel Steel Copper Alloy
% % %
Nickel |  4.664 Carbon 0.010 Lead ! 0.017
Iron L 24122 Silicon ! 0.002 Copper | 23.445
Chromium ! 3.201 Manganese |  0.009 Tin ! 0.019
Phosphorus:  0.008 Phosphorus | 0.0002 Phosphorus:  0.002
Manganese :  0.356 Sulfur 0.001 Zinc r 12123
Carbon :  0.027 Aluminum  0.0002 Nickel :  0.020
Silicon ! 0.178 Iron ! 5.051 Cobalt | 0.0002
Sulfur | 0.005 Nickel ! 0.015 Beryllium 0.001
Copper 0.001 Lead @  0.009 Manganese | 0.108
Lead |  0.001 Cobalt 0.161 Others | 0.436
Copper |  0.010
Chromium 0.002 Nickel Alloy
| %
Nickel ! 6.170
Copper ! 0.208
Others ! 3.372




